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ABSTRACT

A regeneratively cooled thrust chamber has been fabricated with a
vapor deposited tungsten flame liner, a plasma sprayed tungsten-zirconia
thermal barrier, and an electroformed nickel coolant jacket with integrally
formed coolant channels. The fabrication processes are described and
illustrated. Additionally, off-design thermal analyses and startup and

shutdown transient analyses are presented for a nominal 400 psia Pc, 8000 1b
thrust, FZ/HZ engine.
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I. SUMMARY

The objective of Contract NAS 3-7971 was the analytical and mechanical
design and fabrication of a regeneratively cooled fluorine/hydrogen thrust
chamber incorporating a refractory flame liner, a thermal barrier, and
electroformed nickel channels.

Task I, reported previously in NASA CR 72266 (Reference 1), was concerned
with design and heat transfer, stress and fabrication analysis. During Task
I1I, a thrust chamber was fabricated which followed the design and fabrication
concept developed during Task I. The initial fabrication step was to construct
a graphite mandrel incorporated a 2.375-in.~dia steel shaft; this shaft was
utilized as the basic axis to which all subsequent diametral dimensions were
held. This graphite mandrel was then wrapped with tungsten screen, preparatory
to being tungsten coated using a vapor deposition process. A vapor deposition
tank was fabricated which used a welding positioner as the mandrel rotating
mechanism and quartz lamps to heat the mandrel. The quartz lamp infrared
heating system was unsatisfactory due to the tendency of HF and other reaction
products to etch the quartz window of the tank. High frequency induction
heating was also unsatisfactory due to the local excess heating of the
tungsten screen used as the nucleating surface. Satisfactory results were
obtained with Cal-Rods imbedded in the graphite, although area heat control
was more difficult than with the previous methods.

Following vapor deposition of the tungsten, a gradated tungsten-zirconia
thermal barrier coating was applied by plasma-arc spraying. Design dimensions
for the coating were not held due to tolerance buildup. Rather than attempt
to grind the coating back to print tolerance, the drawings were changed to
incorporate the "as-built" dimensions. The coated mandrel was then sent to
the Linde Division of Union Carbide where a 0.003 to 0.005 in. thick nickel
coating was applied by the detonation gun process. The nickel coating was
required to provide a conductive surface for the subsequent nickel electro-
forming operation.

Camin Laboratories Inc., Brooklyn, New York, did the electroforming
and related machining. The inner shell is generated by electroforming a layer
of nickel on the mandrel and machining it to the desired thickness and contour.
Coolant passages are formed by machining the ribs into a vinyl filler material,
"growing" the ribs by electroforming and machining to contour. The vinyl is
replaced with a meltable wax before electroforming the outer jacket. The
wax is removed by melting and chemical cleaning. Details of this process,
which results in integrally formed coolant channgels, are proprietary.

Problems were encountered obtaining a smooth finish while machining the
vinyl core material. Additionally, excessive pressure drop was recorded in
water flow testing. It is not known whether the AP variation was related
to electroforming or to subsequent machining and welding operations.

The fabrication of the thrust chamber was completed at Aerojet, where a
machining error in the divergent nozzle area necessitated rework by welding,
electroforming, and machining. Following the repair, leakage was evident when
the chamber was tested at 760 psig with water. The major leaks were repaired
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I, Summary (cont.)

by removing the flame liner and thermal barrier over 4.0 in. of axial length
measured from the exit plane. An additional thickness of nickel was electro-
formed over the discrepant areas. Remaining leaks were considered minor.
Leakage did not occur with water at 500 psig although air bubbles were evident
when Leak-Tek was applied.

Subsequent flow testing revealed an unexplainably high pressure drop with
ambient water at 15 lb/sec flow rate. On the assumption that there might be
electroforming core material remaining in the cooclant channels, the unit was
vacuum dehydrated and flowed with trichlorethylene and MEK. Although slight
improvement was noted in retesting, the pressure drop was still approximately
three times the predicted value. There is no confirmed explanation for the
disparity between the actual and calculated values. After the cleaning efforts,
a considerable increase in leakage rate was evident, indicating that foreign
material may have been removed from the leak passages.

Task III, Thrust Chamber Plumbing, provided for the design, fabrication,
and assembly of inlet and outlet plumbing conforming to the NASA/LeRC test
facility requirements. This task was completed routinely. Pressure drop in the
plumbing was determined to be 17 psig.

Task "IV, Off-Design Thermal Analyses, considered the thermal effect of
three off-design steady~state test firing conditions. Increasing the coolant
flow rate 25 and 507 had no significant effect on the tungsten flame liner
temperature, although the nickel interface temperatures were reduced approxi-
mately 200 and 300°F, respectively. The greatest reduction in wall temperatures
occurs under conditions of Pe = 300 psia and MR = 8.0, at which the tungsten wall
temperature is reduced from 4590°F maximum to 3460°F and the nickel interface
temperature is reduced from 1520°F maximum to 1060°F. The results of these
analyses are considered in the recommended startup and shutdown conditions and
procedures described in the Task V section of this report.

Task V, Startup and Shutdown Transient Analysis, consisted of thermal and
stress analyses to determine the effects of various startup and shutdown pro-
cedures, Although it was determined that margins of safety were adequate under
conditions of a step function start, the temperature gradients and therefore
the stresses are reduced with a ramp start. A 2~ to 3-sec ramp start incorporating
a fuel lead and a step function shutdown with fuel TCV closing following the
oxidizer TCV closing by 0.075 sec are recommended.
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IT. INTRODUCTION

Various fabrication methods have been investigated in recent years for
applicability to the construction of high pressure, high heat flux, regenera-

tively cooled liquid rocket engine thrust chambers.

The brazed tube bundle

constructions have performed well; however, the brazed tube bundle method
involves expensive, and time-consuming techniques such as tube tapering,
die forming, hand assembly of tubes, and often hand brazing to repair

discrepancies following the furance brazing.

Because of the high tooling

cost, the thrust chamber design is not easily changed to accommodate new
inventions or changes of nozzle contour, coolant passage size, br area ratio.

The objective of this program was to investigate new fabrication methods
and design techniques having potential for recuding fabrication time and cost,

reducing heat flux to the coolant, and increasing thrust chamber life.

Design

requirements were that it be nontubular and meet the following nominal engine

specifications:

Thrust

Chamber pressure
Oxidizer

Fuel

Mixture ratio F,/H
Nozzle expansion ratio
Characteristic length

Nozzle length
Coclant inlet pressure

Coolant outlet pressure
Coolant inlet temperature
Chamber diameter

Throat diameter

Injector interface

8000 1b

400 psia

Fluorine

Hydrogen

12

60

25.0 in. minimum
38.910 in. maximum
675 psia

550 psia

50°R

5.390 in.

3.843 din.

NASA Dwg CD 620831

As noted, the results of Task I were reported in Reference 1. The
results of Tasks II through V are reported in this, the final report. The
subsequent program tasks were as follows:

Task II, Thrust Chamber Fabrication, included completion of detailed
component design, fabrication of the thrust chamber, and pressure and flow

testing of the thrust chamber.

Task III, Thrust Chamber Plumbing, required the design and fabrication
of inlet and outlet plumbing suitable to the NASA/LeRC test facility.

Task IV, Off-Design Thermal Analysis, was an investigation of three
off-design steady-state thermal conditions to provide data for the planning

of a thrust chamber test program.
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II, Introduction (cont.)

Task V, Startup and Shutdown Transient Analysis, required the performance
of heat transfer and stress analyses with the objective of determining an
acceptable startup and shutdown cycle for thrust chamber testing.
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III. TASK II - CHAMBER FABRICATION

A. GENERAL

The fabrication and design analyses performed under Task I of the
program resulted in selection of a final design, certain fabrication processes,
and a fabrication plan. Figure 1 illustrates the final design configuration
and materials. The nozzle extension was not fabricated. Briefly, the pro-
cesses and the sequence of fabrication selected are as follows:

A graphite mandrel was constructed with a 2-3/8-in.-dia pipe center
(Fig. 2). Tungsten screen was then wrapped on the graphite mandrel and tungsten
was vapor deposited on the assembly to a depth of 0.030 in. Next, a gradated
tungsten-zirconia thermal barrier was plasma sprayed over the screen. This
was surrounded by an electroformed nickel jacket with integral coolant
channels. Components such as the injector and aft flange and the inlet and
outlet manifolds were welded to the electroformed nickel using the electron
beam method. Finish machining was followed by pressure and flow checking.

The following sections describe in detail the fabrication
steps outlined above. This is followed by recommendations for process and
design changes to avoid the problems experienced.

B. TUNGSTEN. VAPOR DEPOSITION

1. The Reaction

The chemical vapor plating of tungsten is a reduction process
whereby the halide of the metal is reduced by hydrogen to form metallic
tungsten and HF, according to the following reaction:

heat

WF6(g) + 3H2(g) W

(s) T OHF (g

The reaction occurs at the heated surface of a substrate, with the metal con-
densing on the surface and the other reaction product, HF, passing off as a
gas.

The primary deposition-rate-controlling parameter is tempera-
ture, with the deposition reaction beginning at 392°F and the rate increasing
with temperature. Although other investigators have plated at 1200°F and
above, it was found in an Aerojet-sponsored research program that surface
finish and thickness are easier to control at lower temperatures. At 650°F,
the deposit is smooth, having only a few nodules, and the thickness is uniform.

Aerojet-sponsored experiments also established that graphite
is an excellent substrate and that nucleation is greatly accelerated by use
of a tungsten screen surrounding the graphite. G-90 graphite was selected as
the mandrel material because its thermal expansion closely matches that of
tungsten at the 650°F temperature.
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III, B, Chemical Vapor Deposition (cont.)

2. Equipment and General Procedure

a. Heating System Selection

Induction heating, several methods of resistance heating, and
the use of an infrared lamp system were evaluated as methods for heating the
graphite mandrel 650°F. The infrared lamp concept was initially chosen for
the following reasons:

(1) Simplicity of Design - No expensive power source equip-
ment would be needed as is required for induction heating. The limited space
for bringing power leads to the rotating mandrel and the need for a rotating
power pickup are objections to the use of resistance or induction heating.
Repairs to the infrared heating unit could be made without stopping the test
run.

(2) Safety - In case of an oxygen leak, there would be no
ignition source in the chamber as there would be with induction or resistance
heating.

(3) Control - With individually controlled lamps, the
temperature along the length of the substrate could be closely controlled.

b. Original Approach - Infrared Heating

The entire chemical vapor deposition chamber and rotating
mechanism was located in a large spark-proof Bink's hood. The water-cooled
chamber used for the plating was 31 in. in diameter and 40 in. high. The
graphite mandrel was placed on a turntable inside the plating chamber which
was then sealed to exclude air and moisture. Figure 2 shows the graphite
mandrel mounted on the rotating mechanism, with the water-cooled chamber
suspended beside it. The tube configuration visible through the window is
the plating manifold. The mandrel was rotated at about 5 rpm during plating
to ensure an even coating. Heat was provided by a bank of quartz infrared
lamps (Figure 3) placed outside the chamber and focused on the substrate
through a quartz window. The lamps were individually controlled to allow
variation of the power input along the length of the substrate. Figure 4
shows the assembled chamber, with the infrared lamps in position, in the
Bink's hood. The inside of the chamber is painted with a high-temperature
silicone paint for reflectivity.. The chamber and the quartz window frame are
water cooled to below the lower deposition temperature to prevent tungsten
from plating on them. An argon purge tube surrounds the window to provide
protection from the reactive gases.
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III, B, Chemical Vapor Deposition (cont.)

The substrate temperature was measured using thermo-
couples placed just below the surface of the graphite. The stainless-steel-
sheathed thermocouples were placed in holes in the substrate and the lead
wires brought down through the center bore. The tip of the sheathed thermo-
couple wasthreaded into a graphite plug. The plugs were cemented into holes
in the substrate and then blended with the substrate contour.

The reactive gases were mixed in a mixing tee and a long
tube before being introduced into the reaction chamber through a water=cooled
manifold. The manifold was shaped to the graphite mandrel's countour, with
small holes drilled along the length to distribute the reactive gases on the
surface of the substrate. The WF, gas was metered by a Brooks Kel-F flow
meter and the H, gas by a Mathison tubular flow meter. The reactive gas
system was redundant, making it possible to clean the lines or make repairs
without shutting down.

A cold trap removed the unreacted WF, from the exhaust
gases, after which the gases are bubbled through a lime so?ution to neutralize
the HF. The exhaust-gas system was also redundant.

The summary of test runs presented in Table I indicates
the problem encountered as the quartz window overheated excessively. This
problem of overheating resulted in the infrared heating approach being
abandoned.

c. Second Approach - Induction Heating

A 23 KW high frequency induction unit and a pancake-type
coil were used as a heat source. The possibility of arcing was minimized by
application of an Al O3 coating to the coil (Figure 5). A recirculating
cooling system for t%e induction coil and the gas manifold was also installed.
With this system, it was possible to maintain the cooling water temperature
within + 20°F. Induction heating proved to be infeasible due to overheating
of any portion of the tungsten screen not in contact with the graphite.

d. Third Approach - Cal-Rod Resistance Heating

The graphite mandrel was drilled to receive Cal-Rod
resistance heating elements. Six heating elements, 13 in. long, were placed
60° apart in the cylindrical forward section, 3/4 in. from the outer surface
of the graphite. Two sets of Cal-Rods were placed in the aft section of the
mandrel, one set 12 in. long and the other 9 in. long. Each set was wired in
series to a separate 45-ampere Variac to provide heat control in three zones.
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I1I, B, Chemical Vapor Deposition (cont.)

An exhaust and scrubber system was designed and installed
to provide a more efficient method of neutralizing the HF and also to eliminate
plugging of the lines. The gas lines were l-in.-dia polyvinyl chloride pipe,
with 1-in.-dia gate and ball valves. The scrubber system consisted of two
liquid injectors which applied a slight vacuum on the exhaust lines by spraying
a caustic solution into an aspirator, thereby mixing the neutralizing solution
with the exhaust gases. The caustic solution was recirculated from two 50-gal
drums and kept neutral or basic by the addition of lime.

3. Summary of the Experimental Runs

Fifteen experiments were made to develop and qualify the
method to be used for the vapor deposition of the tungsten. These are pre-
sented in Table I.

_ Experiment Numbers 1 through 6 were made to test the equip-
ment and make alterations as necessary. In Experiment 2, it was found that the
design power capability of the infrared lamps was too low. As a result, the
chamber was insulated and the 750-watt lamps were replaced by 1000-watt lamps.
Other minor design changes made as a result of these tests included changes
of gasket material, the addition of a water trap in the exhaust system, and
increased rotating clearances between the mandrel shaft and the bearing housing.

After Experiment 7, it was obvious that the provisions for
cooling the quartz window were inadequate and a major redesign of the window-
cooling system was needed to prevent tungsten from plating on it.

Considering these difficulties, it was decided to try the
alternative heating methods described previously. A 25 KW induction unit was
installed and a pancake induction coill was designed and tested. The coil,
flame sprayed with Al1,0, to reduce arcing, is shown in Figure 5 as it appeared
after several test rums.,

Experiments 8 through 12 were made to evaluate the induction
coil and other parts of the system. The system had the disadvantage in that no
changes in zone temperatures could be made during a run; a new coil would be
needed for each temperature change. It was found that the induction coil
would not work with a tungsten-screen-wrapped mandrel. Each time the screen
passed underneath the coil, the screen was heated to such a high temperature
that parts of it expanded and lifted off the mandrel. Repeated attempts to
improve screen-mandrel fit up and attachment were unsuccessful. Since it was
unlikely that the screen would bond to the graphite during plating, there would
be little control over the plating rate, which is highly dependent upon
temperature.
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III, B, Chemical Vapor Deposition (cont.)

Since the plating was not considered to be accomplished with
induction heating, it was decided to use resistance heating. Cal-Rods were
installed in a full-scale graphite mandrel and a rotating power pickup designed
and installed. Experiments 13 and 14 provided information which indicated that
this approach would work satisfactorily. Separate three-zone controls provide
more freedom to control temperature than the induction coil, though it was not
as versatile as the quartz lamp system. Experiment 15 proved that, with the
proper adjustments in zone temperature, the Cal-Rod heating method would work.
Figure 6 shows the power control unit with the three 45-amp Variac control
units, the deposition chamber (in position), and the reactive-gas control panel.

4, Discussion of Final Results

a. Preparation of the Graphite Mandrel for Plating

The graphite mandrel and tungsten screen were kept free
of contamination during machining and handling. All adhesives, epoxies, and
Saureisen cement were eliminated from the system because experience indicated
that the tungsten would not deposit on the bond lines. The graphite sections
of the mandrel were counterbored and pinned together; the thermocouple-hole
plugs were machined to a tight slip fit and hand fitted into the holes.

Several methods of attaching the tungsten screen to the
mandrel were considered and a few were tried. Flat patterns were developed
for the aft or divergent section, the throat section, and the cylindrical
sections. An attempt was made to cut these three sections out of tungsten
screen and sew the pieces together with 0.005-in.-dia wire. This method has
the advantage of having few seams or places where the screen overlaps. However,
use of the sewing technique produced a coarse seam, which was expected to
result in a porous structure. Also, the conical section and the throat section
pieces of screen could not be pulled tight because parts of the pieces had to
be cut on the bias. When screen or cloth was pulled on the bias, it did not

become tight but, instead, changed shape.

The spiral wrap method was chosen to cover the mandrel
with tungsten screen. A paper pattern was developed by measuring the graphite
mandrel at ten stations along the length of the mandrel and drawing smooth
curves through these points to form the contour. The paper pattern was then
refined until a suitable pattern was developed. Figure 7 is a picture of the
tungsten screen covered mandrel.

A second lot of tungsten screen was more difficult to
fit than the first lot. Program schedule considerations resulted in the use
of the screen as received.
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III, B, Chemical Vapor Deposition (cont.)

b. Final Deposition Run

Analysis of the data from Experiment 15 indicated that
a plating time of 35 hr was needed to deposit a tungsten coating to the required
0.030-in. thickness. Figure 8 is a photomicrograph taken of the plating
deposited on the graphite mandrel and the tungsten screen in Experiment 15.

On the basis of the results of this experiment, the
test mandrel was removed and one of the final run mandrels installed. The
exhaust system was rebuilt and the final plating run started. One-half hour
after starting the plating run, one of the new aspirators malfunctioned and
lime solution was drawn into the trap just outside the plating chamber. Some
moisture also entered the chamber and caused a slight discoloration of the
plated surface. This discoloration caused no difficulty in plating when the
run was resumed after the aspirator was repaired. The balance of the 35-hr
plating run was completed with only minor difficulties with the new exhaust
system.

The coating was bright and metallic at the termination
of the plating run but gradually developed grayish-blue color as the cooldown
cycle proceeded. This discoloration was easily removed from the surface with
a wire brush. The part is illustrated in Figure 9 after plating and before
removal of the discoloration. In some areas at the extreme exit section, the
screen had lifted from the graphite surface and did not bond. The screen was
removed from these areas and the coating blended with plasma-arc sprayed
tungsten. The plating on the remainder of the part was of good quality except
for one area of porosity midway on the divergent section where the screen
strips overlapped slightly. The coating thickness averaged 0.044 in. on the
cylindrical portion, 0.045 in. in the throat, and 0.039 in. in the divergent
section. A few nodules and areas where the edges of the screen plated heavily
were hand ground with a diamond dust wheel. A slight taper in the cylindrical
section was eliminated by grinding.

C. THERMAL BARRIER APPLICATION
1. General

The thermal barrier material selected during the Task I study
was gradated tungsten-zirconia. The thickness of each layer was determined
on the basis of the desired thermal resistance and tailored to minimize thermal
gradients. Figure 1 specifies the coating configuration. Plasma-arc spraying
was the method selected for coating application. Original planning called for
plasma spraying a final layer 0.004 in. of pure nickel. However, after excessive
porosity was found in three tests of the plasma-sprayed material, it was decided
to employ the Linde detonation gun process for the final conductive layer.

10
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III, C, Thermal Barrier Application (cont.)

2, Plasma Arc Spraying

a. Method

The thrust chamber was coated using the rotation
mechanism and hydraulic torch feeding mechanism shown in Figure 10. This
equipment was designed for internal spraying of liquid propellant thrust
chambers but was adapted to external spraying. A cam duplicating the chamber
contour was employed. It was necessary to offset the torch from the boom,
however, to clear the exit end diameter and maintain a constant torch-to-
workpiece distance. The torch holder boom operated from a feed screw that is
controlled to give the selected forward feed per revolution of the chamber.

A program was developed to maintain a constant surface speed and a constant
feed per revolution. Special tooling consisted of adapter plates to secure
the chamber to the large drive wheels and a manifold to carry the LN coolant
to the chamber exterior directly below the chamber. Figure 11 shows the
chamber midway in the process and Figure 12 shows the chamber when the plasma
arc spraying is 90% complete. '

b. Results

The plasma arc spraying was completed routinely; however,
the wire screen joints or discrepant areas that were evident after vapor
deposition appeared somewhat exaggerated after coating. High spots and nodules
were filed off by hand, but the contour was not machined because of the possi-
bility that the coating might be damaged.

D. ELECTROFORMING THE COOLANT JACKET

1. Electroforming Process Plan

The results of the Electroform Development subtask of Task I
established the requirements and procedure for electroforming the coolant
jacket. Camin Laboratories, Inc., was selected as the subcontractor and
participated in development of the design. Certain portions of Camin's
electroforming process (for example, the methods of cleaning and sensitizing
the substrate) are proprietary; however, the general procedure followed by
Camin Laboratories is illustrated in Figure 13. This method of "growing'' the
ribs is covered by a patent granted to Camin Laboratories.

2. Electroforming Results

The actual electroforming was preceded by two added operations:
measuring and cleaning. The chamber was measured to establish actual diametral
dimensions after the detonationegun nickel coating and as a check on measurements

11
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I1I, D, Electroforming the Coolant Jacket (cont.)

taken after plasma arc spraying. There was general agreement on dimensions

and the nickel topcoat varied in thickness from 0.002 to 0.005 in. Drawings
were changed to conform to the measured dimensions and these were used for

the fabrication of tracer templates for contour machining. Camin Laboratories
noticed that the nickel topcoat was very difficult to chemically clean; there
was excessive bleeding of what appeared to be impurities. After cleaning,
however, Camin did not report any difficulty in obtaining a bond.

The electroforming and machining sequence proceeded as
planned except in the machining of the vinyl. 1In cutting the rib slots in
the vinyl (see Figure 14), it was found that the cutting speed required to
make a smooth, clean cut in vinyl was excessive for cutting the nickel at the
bottom of the slot. It had been planned that a few mils of the nickel inner
shell would be removed in this operation to leave a clean surface. An addi-
tional machining operation at a slower cutting feed and speed was required to
cut the nickel. Some mismatch and chatter occurred, resulting in rough rib
cavity walls. The photograph in Figure 15 gives some indication of the
machining results. As this roughness was duplicated in the nickel, Camin
Laboratories was requested to smooth the walls by hand grinding. The actual
roughness could not be determined as the channels had already been filled
with wax, the process step beyond the planned inspection point, before inspec-
tion could be made. The only other discrepancy reported was that the ribs
did not form completely, leaving small cracks or grooves along the rib lands.
Inspection revealed that these incomplete ribs were prevalent in most of the
chamber area. The ribs gave the appearance of having plated adequately on
the sides of the cavity but not in the center, with the result that the nickel
tended to grow together from each side without bonding in the center. The
sketch below illustrates the appearance of the ribs as formed.

.

{i:_ 1/32 max

The maximum depth of cavity in the rib was approximately
1/32 in. Because the cavity was discolored and thus might contain impurities,
it was agreed that the surface would be removed by hand grinding. Camin
Laboratories indicated that, with additional chemical cleaning, the outer
shell nickel would bond and fill the cavities.

12
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I1I, D, Electroforming the Coolant Jacket (cont.)

The outer shell was electroformed and machined to final
contour. The completed area was masked and the chamber returned to the bath
for buildup of the local heavy areas in the throat and at the manifold attach-
ment points. These areas were subsequently machined to final dimensions.
The final operation was to remove the wax from the channels by heating the
assembly to the melting temperature of the wax and then flowing solvent
through the channels to remove any residue. The solvent flow was reported
by Camin to have been repeated until no evidence of foreign material was
evident in the solvent. The completed chamber was crated and shipped to
Aero%et by air on 15 July 1969. The electroforming task of the program had
started on 30 April 1968.

E. THRUST CHAMBER FINAL ASSEMBLY

1. Mandrel Removal and Inspection

The graphite mandrel was removed from the chamber by machin-
ing and hand work. It had been planned to press out the steel pipe center
to provide easy access for a boring bar. However, the steel mandrel was
frozen in place, evidently due to corrosion or nickel plating solution buildup,
and the major portion of the graphite had to be removed before the mandrel
could be released.

Figure 16 shows the chamber in a lathe in process of inspection.
A maximum diametral eccentricity of 0.0125 in. was found in the exit area.
This was presumed to be due to relieving of plating and other stresses on
removal of the graphite mandrel. Sufficient stock had been left on the mani-
fold attachment areas of the components to permit match machining to obtain
4 maximum clearance of 0.004 in. for electron beam welding.

2. Electron Beam Welding

The electron beam welding was accomplished at the Aerojet
Azusa facility. During the welding, excessive outgassing was noted at the
lower joint of the inlet manifold to the chamber. Inspection after welding
indicated porosity. For this reason, it was decided to machine a U-groove
weld preparation and weld with the TIG process with an overlay fillet. A
chemical analysis performed on a electroformed nickel specimen from the same
solution as the outer shell confirmed that the metal was 99.2% pure nickel,
per specification, and contained no sulphur. Welding problems, it was con-
cluded, were due to porosity but not impurities. Figures 17 and 18 illustrate
the weld joint design of the inlet manifold and outlet manifold, respectively.
Figures 19 and 20 show the chamber in the electron beam vacuum chamber with
the welding head in position for welding the inlet manifold joints.

13
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III, E, Thrust Chamber Final Assembly (cont.)

3. Thrust Chamber Final Machining

a. Machining Error and Repair

A machining error during final machining of the aft
flange resulted in excessive metal being removed from the coolant channel aft
closure wall. A spacer ring was machined and welded in place to replace the
material removed in error. Some weld cracking was noted at the edge of the
weld on the inner wall. Electroforming was investigated as a possible repair
procedure and appeared to have an excellent chance for success. The NASA/
LeRC project manager approved this approach. The thrust chamber was sent to
Electroforms, Inc., Gardena, California, where electroformed nickel was built
up over the discrepant area and approximately 1.0 in. of the chamber inner surface.
Figure 21 shows the repaired area after machining.

b. Pressure Tests and Leak Repairs

The chamber was proof tested with water to 1100 psig
and leak tested at 760 psig. Leaks were found in what appeared to be four
separate areas under the thermal barrier liner. The aft two inches of liner
material were removed but no leaks were found in the uncovered area. Subse-
quent leak tests, during which the water level was gradually lowered and
measured on a sight gage, indicated the leaks to be approximately 2.0 in.
further upstream. An additional 2.0 in. of liner material was removed and two
"major' leaks were located in the area uncovered. At least two "minor" leaks
were indicated to be under the liner upstream by formation of minute bubbles
when the chamber was pressurized with air at 500 psi. These were considered
minor, as no leakage occurred when the water level was raised above the
apparent leak location. A layer of nickel was electroformed over the bared
area to a depth of 0.040 in. to repair the two visible leaks. This repair
was blended to the original repair at the aft end. However, no effort was
made to bond the nickel to the thermal barrier liner at the upstream locations
as it was considered undesirable to block the escape path of the still-existing
minor leaks.

The repair was completed by making a light machine cut
over the repaired area and by grinding the aft end of the thermal barrier
liner to eliminate the discontinuity. Figure 21 is a photograph taken from
the aft end showing the first electroform repair. Figures 22 and 23 are
photomicrographs of the holes found in leak testing. Figure 22 shows a single
hole having the appearance of the metal bridging over a void. The leak path
of the hole, as evidenced by the emitted stream of water, was nearly parallel
to the surface. The leak in the area shown in Figure 23 was from the small
crack in the center of a small dimple. A considerable amount of scattered
porosity can be seen in the area.
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II1I, E, Thrust Chamber Final Assembly (cont.)

Cs Investigation of the Cause of Leaks

It is not possible to make a conclusive determination
of the cause of the leaks without destructive testing. However, the following
facts are known: (1) the surface of the thermal barrier liner was rough and,
although an attempt was made to remove all nodules or protrusions, it is
possible that a small local protrusion may have existed; and (2) the detonation
gun nickel coating applied over the tungsten-zirconia thermal barrier was very
difficult to chemically clean. Camin Laboratories reported black fluid
emissions from the surface.

On the basis of fact number (1), it is possible to make
the following supposition: a local protrusion resulted in a thin area of the
nickel inner shell that failed under the 1100 psig proof load. The appearance
of the hole in Figure 23 tends to support this theory.

Based on fact number (2), it can be postulated that the
nickel substrate was not continuous, or contained a nonmetallic inclusion,
which resulted in the electroformed nickel bridging over the nonconductive
area, leaving a void. This void or nonconductive area could have developed
during the coating process, however, it is more likely that the detonation gun
nickel coating was damaged in handling or transit in a manner that left a
small nonconductive area, resulting in bridging, as noted above, and void areas
within the nickel.

Although the leak cause cannot be verified, the following
recommendations are made to preclude leakage from the possible causes described.
First, the substrate contour should be ground to an axi-symmetric configuration
to remove all small protrusions left by previous processes. Secondly, the con-
ductive coating applied over the nonconductive substrate should be inspected
both visually and by an electric probe arrangement to ensure that the coating
is continuous. This inspection should be made immediately prior to electroforming.

d. Flow Testing

After the major leaks had been repaired as described above,
the thrust chamber was flow tested using 15 1b/sec of ambient water with 200
psi back pressure. Pressure drop was recorded to be 403 psi from manifold to
manifold. A pressure drop of 108 psi had been analytically predicted. Recalcu-
lation of the predicted value indicated a maximum of 156 psi might be expected
under the most adverse tolerance and finish conditioms. It was concluded that
blockage of the chamber had occurred at some stage in the manufacturing process
or during the rework plating and machining. Since the manifolds were welded
in place, it was impossible to inspect or test individual channels. On the
assumption that some of the core material used in the electroforming process
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could be remaining within the coolant channels, the chamber was vacuum
dehydrated at 250°F for 12 hr. Inspection after vacuum dehydrating revealed
green, powdery material on the chamber inside surface at locations which
indicated the material had been sucked out through the existing leak paths
under the liner.

Pressure drop did not decrease on a second flow test.
The chamber was then flowed with hot trichlorethylene in an attempt to
dissolve any remaining core material. Nothing was noted in this operation
to indicate that any foreign material was being dissolved and removed. During
a delay of 48 hr before the flow test facility became available for a third
test, the chamber was filled with methylethyl ketone (MEK). When the MEK was
drained, some red plastic or wax was noted under the liner. This was presumed
to be the plastic sealant used to seal the liner downstream edge during the
final electroform repair.

Subsequent flow testing indicated a reduction in
pressure drop of 9.6 psi. During the test, it was noted that the leak rate
previously estimated at 20 drops/min at 760 psi had increased considerably.

A static pressure test was made and water leakage recorded at 23 cc per min.
The photograph (Figure 24), taken after the final repair and leak check, shows
the areas of leakage. The flow testing sequence and results are shown in
Table II.

The pressure drop at 15 lb/sec flow rate is the
average of each test group calculated as follows:

2
AP = ihjsec)

t Kwt

where: AH Daniels Plate

Ratio = APn test

Kwt = K Daniels Plate Vave of ratios
W

Kw Daniels Plate = 1.4081

After discussion with the NASA/LeRC project manager, no
further efforts were made to determine the cause of the excessive pressure
drop. A photographic record was made of the leak locations (Figure 24) and
the thrust chamber was crated and shipped to NASA/LeRC, Cleveland, Ohio.
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Iv. TASK III - THRUST CHAMBER PLUMBING

This task was completed in November 1969. The work accomplished con-
sisted of design of inlet and outlet plumbing conforming to a sketch and
specifications furnished by NASA. Some changes were made for ease of fabrication.
The photograph in Figure 25 shows the completed thrust chamber with plumbing
welded in place.
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V. TASK IV - OFF-DESIGN STEADY-STATE HEAT TRANSFER ANALYSIS

A. INTRODUCTION

This task required the performance of three off-design steady-state
heat transfer analyses. The work was completed in November 1969, at which time
the results were presented as an enclosure to the Monthly Progress Report. The
computer printout sheets were presented to the NASA project manager at that time.

B. METHOD OF ANALYSIS

The advanced regenerative thrust chamber analyzed (AGC Drawing
No. 1146503) consists of a tungsten~zirconia liner with an electroformed nickel
shell which contains rectangular coolant channels. The channel dimensions are
designed to provide sufficient hydrogen cooling to maintain the coating and
channel wall temperatures at reasonable values without excessive coolant pressure
drop and, at the same time, to provide strength and ease of fabrication. The
coolant channel configuration is a typical 1-1/2 pass design. Two coolant
passes are employed in the nozzle from area ratio 6:1 to the exit (16:1), which
permits preheating of the low temperature hydrogen. After passing through the
two-pass region, the hydrogen flows through the high heat flux throat and
combustion chamber zones in a single pass and enters the collection manifold
at the injector end of the chamber. The coating thermal resistance is tapered
from the coolant inlet to the throat.

Steady-state heat transfer calculations for this thrust chamber were
made for the LFy/LH) operating conditions given in Table III. These conditions
were used as input for the analysis in a steady-state regenerative heat
transfer program (Reference 2) on the UNIVAC 1108 computer. This program
performs local one-dimensional analyses at the coolant channel centerline for
various stations along the thrust chamber and calculates wall temperatures,
pressure drops, and total heat rejection. It 1s essentially the same program
as used in the analysis of the Titan family and M-1 thrust chambers, and it is
currently being used extensively in the analysis of the NERVA nozzles. The
one-~dimensional analytical procedures employed in the present calculations are
essentially the same as those discussed in Reference 1 and, therefore, a
detailed description will not be presented herein. However, four changes were
made and are described below. In addition, the two-dimensional conduction
analyses of Reference 1 were not performed in the present effort.

The coolant channel surface roughness was increased from 64 micro-
inches in Reference 1 to 90 microinches herein, based on the roughness of the
actual chamber. A K-factor of 0.9 was used at the tube inlet to account for
- turning as well as the sudden contraction; a factor of 0.9 was applied to

both the inlet and exit velocity heads at the turn-around. At internal

i enlargements and contractions and at the tube exit, the form loss factors of
Reference 1 were used. The net effect of these changes was to reduce the
total form loss and give a very slightly lower nominal pressure drop than
reported in Reference 1, in spite of the increased surface roughness and
frictional pressure drop.
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V, B, Method of Analysis

For ease of computation, the thermal properties used in calculating
the gas-side heat transfer coefficients were evaluated at the arithmetic mean
of the recovery temperature and the gas-side wall (coating) temperature instead
of at the Eckert reference enthalpy. The resultant change in the heat transfer
coefficient was insignificant due to the relatively high wall temperatures of
the thrust chamber.

The hydrogen coolant heat transfer coefficient for this investi-
gation was based on the experimentally determined Hess and Kunz correlation:

0.8 0.4 v

°f ) Pr, (1 + 0.01457 "w )
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The selection of this correlation was based on Aerojet-General Corporation
experience in the NERVA program where thrust chamber test data comparisons were
made. An extensive investigation was made of many different correlations with
available experimental single-tube heat transfer test data before selecting the
Hess and Kunz equation. The report of Reference 3 concluded that the Hess and
Kunz film-temperature design equation with a variable CL appears to best repre-
sent pertinent single-tube test data for cryogenic hydrogen. As recommended,

C], was varied from 0.85 in the straight tube section to 1.00 in the throat
section to account for curvature enhancements. Use of the Hess and Kunz
correlation reduced the coolant heat transfer coefficient compared to Reference 1;
at the throat, this reduction caused an increase of 140°F in the maximum nickel
temperature. A calculation was made to determine the local effects of removing
4.0 in. of the liner at the exit end. It was found that increase in nickel wall
temperature was minimal.

C. DISCUSSION OF RESULTS

The results of the present analysis are summarized in Table IV,
which also includes the nominal conditions predicted in Reference 1. It must be
emphasized that the present results are based on one-dimensional heat transfer
across the wall thickness. Axial and circumferential heat conduction resulting
from the relatively high thermal conductivity of the nickel coolant channels will
result in lower maximum nickel and coolant surface temperatures. The combustion
chamber results of Reference 1 include the effects of circumferential conduction,
which reduced the maximum nickel temperature by 80°F compared to the correspond-
ing one-dimensional analysis. Therefore, the differences between Reference 1
and the present nominal wall temperatures in the chamber are caused by both
two-dimensional effects and the change in coolant heat transfer correlation;
at the throat, the differences are due solely to the coolant correlation.

The maximum combustion chamber wall temperatures presented in
Table IV occur at the tube split at area ratio -1.45 (axial distance 11.9 in.),
as shown by the temperature distributions of Figure 26. However, the nickel-
coating interface and coolant-side temperatures following the rib thickness
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V, C, Discussion of Results (cont.)

change at axial distance 10.4 in. are essentially the same as those at the tube
split. Two heat flux distributions are given in Figure 27; the chamber values
given in Table IIl are at the injector interface. Figure 28 shows the coolant
bulk temperature and static pressure distributions for the nominal case.

Table 1V . indicates that increasing the coolant flow rate has little
effect on the coating temperature or the heat flux. This is to be expected
since the gas-side flow and the coating dominate the overall thermal resistance.
However, the maximum nickel temperature is reduced by 310°F (to 1210°F) when
the coolant flow is increased to 150% nominal; the coolant inlet pressure must
be increased by 124 psi (to 884 psia) to maintain the outlet pressure at 550 psia.

Reducing chamber pressure to 300 psia and mixture ratio to 8.0
provides much less severe thermal conditions since the gas-side heat transfer
coefficient is reduced by almost 25%, the combustion product stagnation tempera-
ture is reduced by 1000°F, and the coolant flow is increased by 8%. As a
result, the maximum coating temperature is reduced by 1130°F (to 3460°F) from
the nominal case, and the maximum nickel temperature is reduced by 460°F
(to 1060°F). Therefore, both nickel and coating temperatures are lower than

in the case of 150% coolant flow at the nominal chamber pressure and mixture
ratio.

All results presented herein could be changed significantly 1if
coolant flow maldistribution occurs due to nonuniform heating or flow resistance
or if flow instability occurs. Investigation of these possibilities, which are
pertinent for very compressible coolant systems, was not included in this study.
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VI. TASK V - STARTUP AND SHUTDOWN TRANSIENT ANALYSIS

A. INTRODUCTION

This task required the performance of thermal and stress analyses
to identify an acceptable startup and shutdown cycle for thrust chamber test-
ing. The previous structural analysis (Reference 1) which was based on steady-
state temperature conditions indicated that the throat section was the criti-
cal structural area with regard to its sensitivity to thermally induced loads.
The throat area was analyzed for various startup and shutdown combustion tran-
sients, including a step function start, a 2-sec ramp start, and a step func-
tion shutdown. The design was found to be adequate for any of the transients
although it is low cycle fatigue limited.

B. METHOD OF ANALYSIS

Using a thermal model modified from the Task I steady-state analy-
ses (Reference 1), a parametric thermal study was made, permitting inspection
of the data to determine (1) the thermal gradients in relation to the steady-

state predictions, and (2) the selection of the critical areas for further
analysis.

The thermal model consisted of a two-dimensional node network
which was solved in turn at 18 chamber locations, beginning at the coolant
inlet and ending at the injector. The local changes in chamber and thermal
barrier geometry were included as were local changes in the gas-side heat
transfer coolant pressure and temperature. The coolant bulk temperature rise
was calculated using the average heat flux between chamber stations. The
coolant pressure drop calculation used average coolant properties and a rough
channel friction factor. Figure 29 shows the thermal model node network. For
illustration, a computer printout sheet showing typical input and output data
is shown in Figure 30.

The stress analyses employed the detailed finite element program
used during Task I for the steady-state analysis and for the step function
shutdown analysis. 1In this study, steady-state temperatures were used with
PC = (. Figure 31 shows a computer plot of the grid.

From the steady-state analysis in Task I and inspection of the
parametric thermal analysis data, it was found that the throat area is the
shutdown, a gross finite element representation of the computer model was
utilized. A computer plot of this grid is shown in Figure 32. This analytical
approach provided a relative comparison of stresses for thermal transients;
also, the method required a minimal imput of nodal point temperature data as
a function of time and accounted for plasticity of materials.
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VI, Task V - Startup and Shutdown Transient Analysis (cont.)

C. SUMMARY OF RESULTS

The finite element analysis of the throat region for a step func-
tion shutdown condition was conducted in detail to determine the stress dis-
tribution at the coolant channel. The analysis assumed the chamber pressure
instantly equal to zero and the coolant channel pressure remaining at 730 psi.
The results of this analysis did not significantly vary from the steady-state
analysis results. The minimum margin of safety for the nickel shell increased
from +0.60 to +1.1 and the maximum compressive hoop strain in the tungsten
increased from 1.2%7 to 1.32%.

Analyses of the throat section for a step function start, a 2-sec
ramp start, and a step function shutdown were conducted. A comparison of the
results to the steady-state thermal analysis showed that these start and shut-
down conditions did not produce excessive stresses and are acceptable operating
procedures. However, the transient thermal conditions produced slightly higher
compressive stresses in the tungsten and tungsten zirconia and tensile stresses
in the nickel than during steady state. Tensile stresses in the nickel were
well within allowable values.

D. CONCLUSIONS

1. The finite element analysis of the throat section for a step
function shutdown at time equal zero showed there was a negligible change in
stress conditions with immediate reduction of chamber pressure (Pc = Q).

2. The transient conditions of both startup and shutdown subject
the tungsten and tungsten-zirconia to a greater compressive hoop strain than
calculated for steady state. This makes the chamber low cycle fatigue limited.
Further finite element analysis and a low cycle fatigue analysis would be
needed to determine the limiting number of cycles anticipated.

3. Although the analysis performed indicates that a step func-
tion start is acceptable, prudence dictates that, if the equipment capability
exists, a 2- or 3-sec ramp start be adopted. A modified step function shut-
down as noted in the analysis section is recommended. It is also recommended,
based on the results of the off-design study (Task IV), that the first test
firing be at MR = 8 and P, = 300 psi.

E. THERMAL ANALYSIS

1. Combustor Cycles

In order to establish the effect of combustor transients on
wall thermal stresses, five startup combustion cycles and two shutdown com-
bustion cycles were investigated as follows:
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VI, E, Thermal Analysis (cont.)

Startup
1. P. = 400 psia, stepped startup
2. P. = 400 psia, 0.3 sec linear P, ramp
3. P. = 300 psia, stepped start
4, Pc = 400 psia, 2.0 sec linear P, ramp
5. P. = 400 psia, 3.0 sec stepped ramp
Shutdown
1. P. = 400 psia, stepped shutdown
2. P. = 400 psia, 0.3 sec linear ramp

These seven startup and shutdown combustion cycles are shown schematically in
Figure 33.

2. Parametric Studies

The thermal stress in the W/Zr0O, thermal barrier may be
expressed as a function of the temperature drop in the thermal barrier and
is proportional to AT.

o ~v AT

Another meaningful temperature parameter is the average barrier temperature,
T, since the mechanical properties of the barrier, such as Young's modulus
and yield strength, are all functions of T.

Two plots are shown on Figure 34. The first shows AT vs T
for the W/Zr02 coating at the throat. This curve may be used to estimate the
W/Zr0p stress level at a particular T. The curves for the second plot were
obtained by cross-plotting the P¢ = 400 ramped startup curves from the AT
vs T plot. A study of these curves lead to the following conclusions:

The dashed curve clearly shows that the thermal
stresses encountered in the W/ZrOp during the
shutdown transient are much less severe than
the startup transient stresses.

Reducing the chamber pressure to 300 psia would
not solve a transient stress problem in the
W/Zr0, barrier for the low temperature

(T < 1500°F) elastic stress range unless provi-
sion for a ramped start were also made.
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VI, E, Thermal Analysis (cont.)

A relatively long duration (1.0 sec or greater)
start ramp is required to affect significant
reductions in the transient stresses.

Stress reductions obtained with a stepped ramp
which provides for holds at intermediate P,
levels may be duplicated by a simple linear

P. ramp; therefore, a complicated programmed
system startup is not required.

3. Chamber Temperature Transients

The temperature response at five locations in the coating
and nickel channel at the chamber throat for a stepped (step function) com-
bustor start are shown in Figure 35. The temperature rise curves after
engine ignition (FS-1) and the temperature decay curves following shutdown
(FS-2) are typical of the predicted wall temperature obtained with the thermal
model for the various engine cycles investigated. Referring to Figure 35, it
is seen that a stepped combustor startup produces a rapid increase in tungsten
liner temperature after FS-1. The tungsten temperature is seen to approach
steady state in approximately 2 sec. The inner nickel shell temperature
(T3 and T4) lags the tungsten temperature and does not reach equilibrium
until approximately 3 sec after FS-1. This temperature lag is attributed to
the thermal capacitance and very high thermal resistance of the W/ZrO thermal
barrier which impedes the flow of heat from the tungsten liner to the outer
nickel shell. For the same reason, the outer nickel shell temperature lags
the inner shell and requires approximately 4 sec to reach steady state. At
this time, the chamber wall at the throat will be at thermal equilibrium.

The channel and coating temperature decay curves which occur
after combustor shutdown (FS-2) are nearly the reverse of the startup curves
except that the slope of the decay curves are much reduced compared to the
startup curves. The outer shell temperature is also seen to lag the tungsten
temperature by nearly 0.5 sec. This very long temperature lag is primarily
attributed to the thermal capacity of the nickel channel which is relatively
high compared to the coating and tends to maintain the channel temperature
constant while the coating temperature decreases. Another factor that con-
tributes to the channel temperature lag is that the film coefficient of the
hydrogen coolant is relatively low at the beginning of the transient because
of the high channel wall temperatures. The lower film coefficient reduces
the heat flux into the coolant.

4, Combustor Ramping Effects

A ramped combustor startup or shutdown reduces the slope of
the wall temperature-time curves and also promotes heat soakback through the
coating into the nickel channel. These effects tend to reduce the temperature
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VI, E, Thermal Analysis (cont.)

gradients in the coating and in the channel. Since a reduction of temperature
gradient also reduces thermal shock and hoop stresses during the thermal
transient, a ramped combustor startup or shutdown should be employed to reduce
the coating and channel stresses during the startup and shutdown thermal
transients.

F. STRESS ANALYSIS

1. Configuration

Aerojet Drawings 1146502, Mandrel, Coated Combustion Chamber,
and 1146503, Combustion Chamber Channel Detail, establish the basic dimensions
and configurations. Figure 1 is a representation of these drawings. Figure 32
depicts the finite element layout of a symmetrical section at the throat and
is the area to be analyzed in this study.

2. Pressure and Thermal Conditions

The chamber pressure was 400 psi and the coolant channel
pressure at the throat was 730 psi.

The temperature data used in this study were for a step func-
tion start, 2-sec ramp start, and a step function shutdown and are given in
Tables V through VII. The thermal distribution across the throat section at
steady state is given in Reference 1. The temperature profile locations are
indicated below:

v S B
77 i
73 w-2£0, 7
72—\ i

— ¢t t 49

N1
7
3. Material Properties

The material properties used in the analysis were obtained
from Reference 1.
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VI, F, Stress Analysis (cont.)

4. Detailed Finite Element Analysis of Shutdown

Since there was concern that the chamber at steady state
temperatures (maximum average temperature conditions) with no chamber pressure
(Pc = 0) could not contain the thermal loads plus the coolant pressure loads,
the step function shutdown analysis was made first. The results which are
summarized in Table VIII did not significantly vary from the steady-state
analysis. The maximum compressive hoop strain in the tungsten increased from
1.2% to 1.32%. The maximum hoop tensile stress in the nickel decreased from
53,100 to 40,100 psi. The margin of safety of the nickel:

85,000
= 2 =
MSyie1d = 40,100 ~ 1 =t
5. Startup and Shutdown Transient Analyses

The results of the approximate finite element analyses for
the step function start, two second ramp start, and step function shutdown are
shown in Figures 36 through 38. The stresses shown represent the gross
stresses at the locations indicated and do not account for local stress vari-
ations. However, the results do give a comparative indication of the effects
of the thermal transients as follows:

® The step function start and two second ramp start
do not produce adverse stresses in the throat
section compared to the steady-state values.

® The step function start and ramp start produce
higher compressive stresses in the tungsten
materials and higher tensile stresses in the
electroformed nickel than during steady state as
indicated on Figures 36 and 37. The only difference
between the two starts is that the maximum stress is
developed at different times.

Step Start
. -0 4 .
Ni: MSUlt = 57.8 1 =+40.90
Two Second Ramp
Ni: MS_ .. _ 110 . _
Ult = 60.2 1 = +0.82
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VI, F, Stress Analysis (cont.)

The stresses developed at the throat after cooldown with
730 psi in the channels and prior to firing are as follows:

W: cHoop = -42,310 psi
W/Zr: OHoop = -14,980 psi
Ni: iD

OHoop = 20,350 psi

0D

OHoop = 18,950 psi

The step function shutdown increases the maximum compressive
stress in the tungsten materials and increases the maximum tensile stress in
the nickel compared to steady state. All stresses are well within allowables:

Ni: OHoop = 51,400 psi
_ 10, 2
MSypp <516 0 L7 Tl

G. OTHER CONSIDERATIONS

The thermal analyses assumed fully established liquid hydrogen
coolant flow in the coolant channels and did not consider the problem of
establishing the flow. Since the cooling circuit hydrogen is supplied
separately from the injector hydrogen flow, the coolant flow may be estab-
lished by providing for sufficient coolant lead time prior to FS-1. This
coolant lead will be a period of chamber cooldown. The time required for
coolant lead would best be determined by cold flowing the chamber cooling
system without firing the chamber. This might be accomplished during the
scheduled cold flow thermal shock testing by using coolant outlet pressure
and temperature instrumentation to calculate the required lead time.

An injector fuel lead startup is recommended since an oxidizer
lead would produce stoichiometric mixtures and very high gas temperatures
(v9000°R) sometime during the tramsient. A fuel-rich startup circumvents
the potential thermal problems which could occur during an oxidizer-rich
startup. For the same reason, on shutdown the injector oxidizer valves
should be closed prior to closing the fuel valve. A fuel-rich startup and

shutdown are also consistent with the cooling requirements for the Rigimesh

face cooled injector that will be employed for the testing. Also, the
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VI, G, Other Considerations (cont.)

thermochemical analysis performed during the design phase of the program
(Reference 1) indicates corrosion of the tungsten liner could result from an
oxidizer-rich propellant mixture.

Thermal shocking the plating should not be a problem during the
shutdown transient provided normal injector and chamber purge procedures are
empioyed. A low volume GN2 gas purge flow at ambient temperature will suffice
to purge the system. A long injector hydrogen flow transient which could per-
mit liquid Hp injector flow should be avoided since this could thermal shock
the tungsten liner. A recommended startup and shutdown procedure (after
passivation) is delineated below.

H. RECOMMENDED STARTUP AND SHUTDOWN PROCEDURE

Although the stress analysis performed indicates that a step func-
tion start and step function shutdown are acceptable, prudence requires that,
if the equipment capability exists, a 2- or 3-sec ramp start should be
adopted. A step function shutdown is recommended, incorporating the fuel-
rich shutdown and purge procedure outlined below.

. Startup
1. LFp and LHy lines and injector circuit cooled to -200°F
minimum.
2. Obtain full Hp flow in coolant circuit before startup.
3. Fuel and oxidizer prefire purge "ON'". Purge pressure

to be regulated to obtain at least 20 psig in manifolds.
Purges to be check-valved off or turned off 2 to 3 sec
before TCV openings.

4. Fuel TCV opening to lead oxidizer TCV opening by
0.075 + 0.025 sec.

5. Fuel and oxidizer valve rate of opening to be the same.
Shutdown

1. Fuel TCV closing to follow oxidizer TCV by
0.075 + 0.025 sec.

2, Postfire oxidizer purge '"ON" at FS-2. Purge pressure
~150 psig. Purge duration 5 sec minimum.

28



Report NASA CR-72742

VI, H, Recommended Startup and Shutdown Procedure (cont.)

3.

Postfire fuel purge "ON" at fuel TCV closing signal.
Purge pressure ~150 psig. Purge duration 5 sec
minimum.

Fuel and oxidizer TCV rate of closing to be the same.

Signal coolant circuit valve closed at same time as
fuel TCV. Closing rate *0.2 to 0.3 sec. Obtain
partial flow ~%20% by a bypass system around main
valve or by leaving valve partially open. Flow 1
to 2 sec.

Introduce GHe coolant circuit purge upon closing of
coolant circuit valve. Purge pressure 150 psig
minimum. Purge duration 5.0 sec minimum.
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CONCLUSIONS AND RECOMMENDATIONS

Review of the fabrication experience and the results obtained point to
the conclusion that the basic concept followed in the design and fabrication

of the thrust chamber is feasible; however, both the vapor deposition process
and the electroforming process require additional study and development. Also,
additional process steps and controls should be incorproated in the general pro-
cedure to ensure that dimensional tolerances and quality levels are maintained.

Specific areas in the vapor deposition of tungsten that require further
development are:

(1)

(2)

Application of the tungsten screen to the graphite mandrel without
butt or lap joints and voids or gaps between the screen and man-
drel. The applicability of three-~dimensional contour weaving
should be investigated.

Heat source for the graphite mandrel with controls capable of
obtaining uniform temperatures throughout the substrate.

The use of electroforming for obtaining structures requires:

(1)

(2)

Specifications and standards to establish physical and mechanical
properties and, further, the development of process controls and
nondestructive test methods to ensure that the required properties
are obtained.

Further study to determine the relative merits and limits of
"growing'' the ribs as was done in this program versus machining
the ribs.

Process steps that should be added to the fabrication procedure are:

(1)

(2)

(3

Contour grinding of plasma-arc-sprayed coatings to ensure dimen-
sional control.

Inspection of conductive coatings applied to nonconductive sub-
strates for complete homogeneity and integrity.

Flow testing of coolant channels immediately after removal of core
material to ensure even flow distribution and that the core material
is entirely removed.
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NOMENCLATURE

De Equivalent diameter

CL Coolant heat transfer coefficient factor for curvature.
hL Coolant heat transfer coefficient
k Thermal conductivity

PC Chamber pressure

Pr Prandtl number

T Temperature

\Y Velocity

u Dynamic viscosity

v Kinematic viscasity

) Density

o Stress

Subscripts

b Bulk coolant

f Film

r Recovery

w Wall

o Sink (ambient)
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TABLE I

CHEMICAL VAPOR DEPOSITION OF TUNGSTEN

Experiment
No. Objectives

1 Equipment and process
checkout

2 Equipment and process
checkout

3 Equipment and process
checkout

4 Equipment and process
checkout

SUMMARY OF EXPERIMENTAL RUNS

Results

Leaking helium pressure
regulator permitted over-
pressure to 8 psi during
leak test operation.
Quartz window broke under
overpressure.

Max temperature obtainable
in graphite was 288°F after
16 hr.

Max temperature after 14 hr
was 525°F. The rotating
mechanism, seals and gaskets
performed well.

Exhaust system plugged
after 20 min of operation;
window gasket began to leak.

N

w

Remedial Action

Installed safety relief valve.
Replaced quartz window.
Replaced helium pressure
regulator.

750-watt lamp replaced with
1000-watt lamps.

Inside of chamber lined with
aluminum foil for maximum
reflectivity.

Outside of chamber wrapped

with aluminum-backed fiber-
glass insulation.

Three 1000-watt lamps added

to heater.

Bottom of chamber insulated
with Fiberfrax woven insulation.
Coolant water system repiped

to permit the water to the
walls and top of the chamber

to be shut off and still cool
the window, lamps, and reactive
gas manifold.

Liquid trap installed in the
exhaust system.

A dual exhaust system was
installed.

Vistanex was substituted for
RTV 60 as the gasket sealant.

IYLTL-9D VSVN 3xoday



Experiment
No.

5

Objectives

Equipment and process
checkout

Equipment and process
checkout

Equipment and process
checkout

Induction coil check-
out in air.

Calibration test of
induction coil with
screen on mandrel.

TABLE I (cont.)

Results

After 25.5 hr, a temperature
of 665°F was reached. A fuse
failure shut power off for

2 hr. After resumption of
heating for 20 min, the rotat-
ing mechanism malfunctioned.

Quartz window fogged up, pre-
venting the infrared radiation
from entering the chamber.

After plating for 3.5 hr, the
quartz window temperature
increased and the mandrel
temperature decreased, forc-
ing shutdown.

Satisfactory heating rate
established; spark gap
checked out.

Screen edges glowed red when
passing under the coil. After
6 hr of operation, the test
was discontinued at 525°F
mandrel temperature because
coil arced to screen.

Remedial Action

Clearance increased between
packing unit, lower seal
housing, and rotating shaft
for increased clearance to
allow for differences in
thermal expansion.

Quartz glass window reground
and polished.

Entire reactive gas piping
system dismantled and cleaned
piece by piece, then sealed
from the atmosphere.

Gas cooling manifold installed
to cool outside of quartz
window with nitrogen.

Investigated induction heating
to replace infrared lamp unit.
23 KW induction unit installed
and pancake induction coil
designed.

Screen fitted tighter to
mandrel.

IYLTL-9D VSYN 1xodayg
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Experiment
No.

10

11

12

13 and 14

15

Objectives

Calibration test of
induction coil with
screen on mandrel

Calibration of induc-
tion coil and test
cooling system for
induction coil and
gas manifolds.

Evaluate heating of
the spot welded
screen and effective-
ness of the recircu-
lating system.

Calibration tests
using Cal-Rod heating

Establish plating
rates versus tempera-

TABLE I (cont.)

Results

Screen edges glowed red when
passing under coil.

Epoxy joints in mandrel out-
gassed. Screen turned. blue
wherever contact with graphite
was not good. The inlet water
for the reactive manifolds

was at 90°F, but flow was low
and exit water was at 160°F.

Recirculating cooling system
performed satisfactorily. At
near 400°F, screen developed
brown spots, indicating that
it was overheating. When
power was turned up, screen
glowed red.

Cal-Rods performed satis-—
factorily.

Electric short occurred,
causing water leak into
chamber. A restriction in
the exhaust system forced
shutdown after 11 hr.
Plating thickness varied
from 0.0034 to 0.0064 in.

Remedial Action

Devised better retention
method for screen.

Eliminated epoxy for bonding
and pinned the parts together.
Added recirculating cooling
system for induction coil and
gas manifolds.

Flame sprayed mandrel with
18-8 SS and a flash of copper,
then spot welded the screen

to the coating.

Prepared a graphite mandrel
for Cal-Rod heating.

A grounding strap was applied
to the rotating shaft.
Examined photomicrographs of
coating and determined deposi-
tion rate. Temperature at
each zone was corrected to

increase or decrease deposition

rate, as applicable.
Designed and installed new
exhaust system.

L TL-¥D VSYN 3x0dey
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Test No.

Inlet to

la
1b
ic

OQutlet

TABLE I1I

WATER FLOW TESTS

Manifold to Manifold

2a
2b
2¢c

Inlet
3a

3b
3c

Inlet

4a

to

to

Outlet

Qutlet

Inlet Back OH
Pressure, Pressure, Pressure Flow Rate, Daniels Ratio Avg of
_psig psig Drop, psig 1lb/sec Plate QH/AP Ratios
372.0 Atmos 372.0 14.08 100.0 0.2688
408.0 408.0 14.76 110.0 0.2696 0.2693
445.0 445,0 15.42 120.0 0. 2696
- 204.0 353.0 14.07 100.0 0.283
- 200.0 391.0 14.77 110.0 0.281 0.282
- 206.0 400.0 14.95 113.0 0.282
528.0 158.0 370.0 14.36 104.0C 0.281
553.0 168.0 385.0 14.73 109.5 0.284 0. 289
552.0 175.0 377.0 15.05 114.5 0.303
400 8 392 14.73 109.5 0.279 0.279

K
-

0.7305

0.7470

0.756

0.743

Pressure Drop, psi

@ 15 1b/sec flow

421.5

403.2

393.6

407. 2

ThLT7 (=40 VSVN jxodoy
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TABLE III

OPERATING CONDITIONS ANALYZED

Nominal Off-Design
Chamber pressure, psia 400 400 400 300
Mixture ratio, O/F 12 12 12 8
Hydrogen coolant inlet 60 60 60 60
temperature, °R
Hydrogen coolant outlet 550 550 550 400
pressure, psia
Coolant flow rate, % of fuel 100 125 150 100
flow through injector
Total injector flow rate, lb/sec 18.4 18.4 18.4 13.
Coolant flow rate, lb/sec 1.42 1.77 2.12 1.53
Combustion product stagnation 7654 7654 7654 6657

temperature, °R
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TABLE IV.

Coolant inlet pressure, psia
Coolant outlet temperature, °R

Maximum chamber conditions:
Coating temperature, °F
Nickel temperature, °F
Coolant surface temperature, °F

Heat flux, Btu/in.z—sec

Throat conditions:
Coating temperature, °F
Nickel temperature, °F
Coolant surface temperature, °F

Heat flux, Btu/in.2-sec

Gas-side heat transfer coefficient,

Btu/in.2-sec-°F

Coolant heat transfer coefficient,

Btu/in.Z2-sec-°F

- SUMMARY OF RESULTS

125% 150%

Nominal Coolant Coolant P 300
Ref 1 Present 1-D Flow Flow MR=8.0
760% 760 821 884 647
490%* 490 406 351 367
4460 4590 4500 4450 3460
1300 1520 1320 1210 1060
1000 1170 1000 870 800
7.4 7.4 7.6 7.7 5.7
4250 4250 4200 4150 3140
780 920 790 690 530
410 540 - 410 320 280
8.2 7.9 8.0 8.1 6.2
0.00262 0.00260 0.00261 0.00261 0.00198
0.0118 0.0096 0.0112 0.0127 0.0103

*Coolant outlet pressure was 547 psia in Reference 1 vs 550 psia herein.

**Coolant inlet temperature was 50°R in Reference 1 vs 60°R herein.

VLT L~40 VSYN 1aodey
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TABLE V. - TEMPERATURE DATA, THROAT REGION-STEP FUNCTION START

Temperature Profile

Time T1 T2 T3 T4 Ts
(sec) (°F) - (°F) (°F) (°F) (°F)
0.2 -390 -280 -270 1000 1100
0.3 -360 -180 -120 1750 1960
0.4 ~-320 =40 40 2400 2620
0.5 -270 80 220 2840 3040
0.6 -215 200 390 3140 3340
0.8 -160 420 660 3520 3700
1.0 -100 600 870 3740 3920
1.2 —60 740 1010 3880 4050
1.4 -40 840 1110 3970 4140
1.6 -20 910 1170 4040 4200
1.8 0 960 1220 4070 4240

2.0 20 995 1250 4100 4260
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TABLE VI.-~ TEMPERATURE DATA, THROAT REGION-TWO SECOND RAMP START

Temperature Profile

Time T1 Ty

(sec) (°F) (°F)
0.2 -395 -370
0.4 -374 -335
0.6 -344 -284
0.8 -301 -215
1.0 ~249 -141
1.2 -196 ~-82
1.4 -155 -29
1.6 -il6 60
1.8 -83 144
2.0 ~-53 209
2.2 ~25 267

296

443

600

749

872

(°F)
117
422
845

1309

1772

2212

2621

2991

3322

3616

3806

(°F)
139
465
912

1401

1884

2343

2769

3151

3491

3792

3977
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TABLE VII - TEMPERATURE DATA, THROAT REGION-STEP FUNCTION SHUTDOWN

Temperature Profile

Time T1 T2 T3 Ty Tg
(sec) (°F) (°F) (°F) (°F) (°F)
0 110 1100 1350 4180 4340
0.2 110 1070 1310 3800 3900
0.4 110 940 1160 2900 2940
0.6 90 720 910 2200 2220
0.8 40 500 660 1640 1660
1.0 -20 300 410 1200 1220
1.2 -80 120 200 860 880
1.4 -140 -30 20 560 570
1.8 ~-280 -240 -220 120 130

2.0 -340 -300 -280 ~50 -40
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Figure 1+ pRegeneratively Cooled Thrust Chamber Assembly
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Figure 3.

Infrared Quartz Lamp

Assembly Before Modification

T9L7L-90 VSYN 3xodey
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Figure 4. Deposition Chamber Under Sparkproof Hood with Infrared
Lamps Assembled to Quartz Window ’
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Figure 5.

A1203

Coated Induction Coil with Test Graphite Mandrel
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Figure 6. Vapor Deposition Equipment Showing Cal~Rod Control Variad



Figure 7.
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Mandrel with Tungsten Screen Assembled
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Figure 8.
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Specimen of Screen from Test Run 15 - 100X
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Figure 9.

Vapor Deposited Tungsten, Wire
Chamber Flame Liner, as Deposit

Mesh Reinforced Thrust
ed on Graphite Mandrel
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Figure 10.

Plasma Arc Facility and Equipment




Figure 11.
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Plasma Arc

Spraying 507 Complete
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Figure 12.
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Plasma Arc Spraying 90% Complete
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Electroformed Nickel
Surface as Deposited

Contour Machine to
Inner Shell Thickness

Graphite Mandrel

Step 1 Step 2

Electroformed Nickel
as Deposited

Electroformed Nickel
As Deposited

Contour Mach.

ZC_Wax with Conductive
Coating (Vinyl Removed)

Step & Step 5

Figure 13. Process Steps - Formed Channels

Vinyl Core Material -

Machined Contour & Rib Cavities
Rib Cavity

Inner Shell

Contour Mach.
" Bond Line

Step 3

Z¥LTL-¥D VSVYN 310day

Finish Section
A=A

Step 6
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Figure 14.
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Mandrel with Ribs Cut in Vinyl
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Figure 15.

Vinyl Machining Results
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Joint Design - Inlet Manifold

Figure 17.
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EB. Well —=pea———eas

Figure 18. Joint Design -~ Outlet Manifold



Figure
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Electron Beam Welding Chamber, Inlet Manifold Forward Joint
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Figure 20.
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Electron Beam Welding Chamber, Inlet Manifold Aft Joint
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Figure 21. First Electroform

Repair
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Figure 22,
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8X

Leak din Chamber Wall - Single Hole



Figure 23.
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8X

Leak in Chamber Wall - Scattered Porosity
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Figure 24.

Final Electroform Repair, Aft End, Showing Areas of Leakage
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Thrust Chamber with Plumbing Attached
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Figure 31.

Computer Plot of Grid - Throat Section
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